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PRODUCT BULLETIN 
GYPSUM PRODUCTS 

BULLETIN NO: R-18 
GYPSUM ROCK FOR PORTLAND 

CEMENT PLANTS 
DATE: 5/1/76 
PAGE: 1 of 1 

CANCELS: R-18 
DATE: 12/31/67 

SEATTLE, LONG BEACH, ANTIOCH 

Produced from San Marcos rock in two types. Crusher Run as produced 
through swing hammer mills, and Screened hammer mill product with 
the fines removed. 

PRODUCT SPECIFICATIONS: Crusher Run Screened Test 
GyEsum Rock G.)'ESUm Rock Procedures 

Free Water (% Maximum) 0.8 1.0 T - 6.23 
Purity (% Gypsum Minimum)* 95.0 95.0 7 - 6 
so3 (% Minimum) 44.2 44.2 (ASTM-C471) 

Size Gradation 
Plus 1 inch None None 
Minus 1 inch Plus 1/4 inch No Maximum 98% Minimum 
Minus 1/4 inch No Maximum 2% Maximum 

* If purity as % gypsum drops below specifications due to presence of anhydrite, 
the so3 minimum of 44.2% shall prevail as a basis for acceptance or rejection. 
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PRODUCT BULlETIN 
GYPSUM PRODUCTS 

CRUSHED GYPSUM ROCK 

PRODUCING PLANT 

CONTRACT SPECIFICATIONS 

GypS<.•m Purity (CoSO 
4

• 2H
2

0) 
(ASTM pwcedue) 

SJzf~ grodotton 

ADDITIONAL TESTS 

Frt-'e Water 

Ca!c!•Jm o!1d/or Magnesium 
Carbonate (CaC0

3
, MgC03) 

Ar.hydritP. (CcSO 
4
) 

Sodicm Chlo•i·:Je (NaCl) 

Minus 100 M<·sh 

No+-ional Gyp5um Compary 
Halifax, Novo Scotia 

AI! pass, ng through a 5" ring 

Suggested Max.imdm 

0. 02':1, 

;:- -~~, 
--~ 

"-·..-.-~c.-.. .. 

CANCELS: · . NtW .. , .. ~ 
DATE: ,, 

.,; f· 

.. 

'~ ,, 
. ~- ' "-~ 

KG2001045 


